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A 47.50 ± 0.50 mm

B 41.00 ± 0.50 mm

C 20.10 ± 0.50 mm

R 1.5 ± 0.50 mm
μi(reference)

Mass (approximate)

Coating Type:

Voltage Breakdown (min.) N/A

Limit N/A

Package Quantity 72 Pieces/Box
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Micrometals Alloy Powder Cores, A Division of Micrometals, Inc. - 5615 E. La Palma Ave., Anaheim, California 92807 USA

Ph: +1-714-970-9400, Toll Free in USA: +1-800-356-5977, Asia Pacific Sales: +852 3106 3736

www.Micrometals.com
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230 grams
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Part Number: BFS-0474120-026

1.870 ± 0.020 in

1.614 ± 0.020 in

0.059 ± 0.020 in

0.791 ± 0.020 in

where H expressed in oersteds, and:

a=1.000E-02,  b=8.582E-07,  c=1.582,  d=0.000

HDC 200 Oe

Percent Initial Perm(nom.) 72.8 %

Percent Initial Perm(min.) 66.7 %

%µi = d
Hba c
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Bpk - Peak AC Flux Density (gauss)

Core Loss vs. Bpk - FluxSan™26µ
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H - DC Magnetizing Force (Oe)

%Initial Perm vs. DC Bias - FluxSan™26µ
Nominal

H = DC Magnetizing Force (Oe)
N = Number of Turns
I = DC Current (A)
Le = Effective Path Length (cm)
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4.0where B pk  expressed in gauss, f  expressed in hertz, and:

a=1.000E+06,   b=1.699E+08,  c=3.117E+06,   d=6.335E-14

Bpk 300

frequency 100 k

Core Loss (nominal) 225

Core Loss (maximum) 258

mW/cm³

mW/cm³
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Core Loss(mW/cm³)=
22
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