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- ‘é‘ 30 | H=DCMagnetizing Force (Oe) \
Ht \_€ N = Number of Turns
o . e 20 + /=DC Current (A)
(If coated, Max./Min. includes coating) 10 |- L= Efectve Path Length (em) \
oD (nom. - bare core) 16.64 mm 0.655in ‘ ‘ ‘ ‘ ‘ ‘ ‘ H ‘ .y
(max.) 17.40 mm 0.685 in 0 w ==
D (nom. - bare core) 10.16 mm 0.400in 1 10 100 1,000
(min.) 9.53 mm 0.375in H - DC Magnetizing Force (Oe)
HT (nom. - bare core) 6.35 mm 0.250in 60
(max.) 7.11mm 0.280in Effective AL Value vs. DC Bias - OP-065090-2
Mass | (approximate) 5.7 grams
§ A, - Eff. Mag. Cross Section 0.192 cm? 50
‘a L. - Eff. Mag. Path Length 4.11cm -
[
,g V, - Eff. Core Volume 0.789 cm?® § 40
= WA - Min. Eff. Window Area 0.713 cm? % \
Q
) sa - Surface Area 11.2 cm? 2 30
2 mlt - mean length per turn 2.69 cm =
pi(reference) 90 = 20
g A, value (nominal) 52 nH/N?
E Test Winding N=70, #28 AWG
7] 10
3 Frequency 10 kHz
= Voltage on Agilent 4284A 0.060 V
AL tolerance +8% 0
I3 o Bok? . 0 200 400 600 800
+d- .
Core Loss(mW/cm3):  a N b . ok - f NI (ampere turns)
3 23 1.65
" Bpk™ ~ Bpk™  Bpk 10,000 : : :
§ where B, expressed in gauss, f expressed in hertz, and: Ampere Turns vs. DC Energy Storage - OP-065090-2
[ 0=3.715E+09, b=1.852E+09, c=2.019E+06, d=5.000E-14
S Bk 1000 G
frequency 50 kHz
Core Loss (nominal) 318 mW/cm? @ 1,000
Core Loss (maximum) 365 mW/cm? §
1 g /
e | o ———— 1 d s
$ a+b-H® H /
© where H expressed in oersteds, and: = 100
% a=1.000E-02, b=1.046E-06, c=1.963, d=0.000
3 Hoc 50 Oe /
e Percent Initial Perm(nom.) 81.5%
Percent Initial Perm(min.) 75.5% 10
g | CoatingType: _ Blue Epoxy 10 100 1,000 10000 100,000 1,000,000
:.En Voltage Breakdown (min.) ;000 Vrms DC Energy Storage %LP ()
= Limit .1mA,5s
© g
8 Package Quantity 2,880 Pcs/Box
o | wiresize AWG 12 14 16 18 20 22 24 26 28 30 32
.—.% mm 2.000 1.600 1.250 1.000 0.800 0.630 0.500 0.400 0.315 0.250 0.200
'n_n Single Turns 10 13 17 21 27 34 44 55 69 86 108
:g Layer Rdc(Q) 1.4m 29m 6.0 m 11.8m | 241m | 483 m | 994 m [ 197.7m | 394.4m | 781.8 m 1.6
'§ Full Turns 9 14 21 33 51 79 123 190 295 456 706
Winding Rdc(Q) 1.3 m 3.1m 7.4m 185m | 45.6m | 1123 m | 278.0m | 682.9 m 1.7 4.1 10.2
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